SGCC LIST OF ACCEPTED INTERLAYER — REVISED 8/14/2015

Generic | Description Generic Description In order for a laminated glass
Code Code product to be considered SGCC
(b) Ply Vinyl Butral (p) Polyethylene certified, the interlayer must be
Terephthalate on this list
(ip) lonoplast (f) Fluorinated
Ethylene Propylene
(Ic) Liquid Resin - Multi (u) Polyurethane
Component
(lu) Liquid Resin - UV Cure (ev) Ethylene-Vinyl
Acetate
(el) Epoxy-Liquid Crystal All weathering data is tested to ANSI Z97.1-2009
Polymer
Generic | Supplier Interlayer Brand Interlayer Weathering Data
Code Formulations
(b) Eastman Chemical | Saflex IlIG/Vanceva | Series A, C, D, F, Solutia Report 8/11
Company (formerly H,M,N,P,R,S, W
Solutia)
(b) Eastman Chemical | Saflex Specialty Saflex Q, AG, Solutia Report 8/11
Company (formerly DB/DS
Solutia)
(b) Eastman Chemical | Saflex Composite Saflex V, K series Solutia Report 8/11
Company (formerly
Solutia)
(b) Kuraray (formerly SentryGlas DuPont Report 3/11
DuPont) Expressions
(b) Kuraray (formerly Butacite 50-56, 551-553 DuPont Report 3/11
DuPont)
(b) Kuraray Trosifol BG, AF, SC, VG, Kuraray Report 5/23/12
XT90, Solar R40,
HR100
(b) Chang Chun Winlite (.015) Guardian Report ALR 13-266
(b) Sekisui S-Lec Sekisui S-LEC Film (.030) ATI Report C0265.02-122-37 &
America LLC & Sekisui S-LEC C0265.01-122-37 6/12/12
Acoustic Film
(ip) Kuraray (formerly SentryGlas (.035) DuPont Report 3/11
DuPont)
(lu) Bestroom Co. Ltd. UVLAM (.040) Bestroom Laboratory Report
1/17/11
(lu) ALLNEX UVEKOL (.040) Allnex Statement 3/14/14
(ev) Interlayer EVALAYER (.015) Interlayer Solutions Inc.
Solutions, inc. Performance Report 7/8/15
(ev) Bridgestone EVASAFE (.030) Intertek/ATI Report 3/2/15
(ev) Hornos Industriales | EVALAM (.030) INDOOR USE ONLY - NO
Pujol, S.A. WEATHERING DATA ON FILE
(el)(p) Polytronix, Inc. Polyvision Film (.075) INDOOR USE ONLY - NO

WEATHERING DATA ON FILE
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